
 

 

CERTIFICATE OF CONFORMANCE 
 

Painted Panel Testing & Assessment in Accordance with 
ISO 12944-6:1998 

 
Company details:  Rotork UK Ltd, 9 Brown Lane, Holbeck, Leeds, LS12 6BH. 
Job No:  AWL 1494 
Company PO: PGF06118 – 20/03/18 
Certificate No: COC0021 
 

 
Samples provided by the above-named company using the paint system described below have been salt spray 

tested in accordance with ISO 7523:2001 for 1440 hours and exposed to water condensation in accordance with 
ISO 6270-2:2005 for 720 hours for corrosivity category C5-M, high durability and assessed as satisfactory in 

accordance with sections 6.3 & 6.4 of ISO 12944-6:1998. 
 

 
SA 2.5 Shot blast/Ecophor B700 organic phosphating 
Interzinc 52     55-75 microns target thickness 
Intercure 200     75-100 microns target thickness 
Interthane 990  50-75 microns target thickness 
Suitable for iron, steel and zinc plate on steel substrates 
 
 
Additional comments: Sample set No 2 raw data spreadsheet 

 
 

 
The system shown above are representative only of the samples provided by the client for testing and do not refer to quality of product 

produced by the above-named company during subsequent production runs. It is strongly advised that batch sample testing is carried out 
on at least an annual basis and always after any manufacturing, raw material supplier, material formulation, production process changes or 

any other change which may affect the quality and conformance of the product to this standard. 
 

 
Date of Issue: 26.09.2018      Authorised by: Paul Edwards          Position: Technical Director 

                                                                                                                                           
 

 
 
 


